Code No0.01-0178

2024/04/10
Distributed by FUJIFILM Wako Pure Chemical Corporation

Manufactured by FUJIFILM Wako Pure Chemical Corporation

SPECIFICATION

Aluminium, Powder

REQUIREMENT

Appearance

SPECIFICATION

Particle size (53~150 uwm)

min.80%
Copper (Cu) max.0.1%
Iron (Fe) max.0.6%
Assay min.99.5%

Silver gray ~ silver, powder

a/m
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