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Distributed by FUJIFILM Wako Pure Chemical Corporation
Manufactured by FUJIFILM Wako Pure Chemical Corporation

Code No.03-1370

SPECIFICATION

Copper, Reduced, Granular, 150~250 um(60~100mesh)

for Elemental Analysis

REQUIREMENT SPECIFICATION
Appearance Reddish brown granules
Particle size (150~250 um) min.90%
Total carbon(C) to pass test
Total nitrogen(N) to pass test
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