Code No0.20-1350

2026/10/23
Distributed by FUJIFILM Wako Pure Chemical Corporation
Manufactured by FUJIFILM Wako Pure Chemical Corporation

SPECIFICATION

Tantalum(V) Ethoxide, 99.9%

REQUIREMENT

SPECIFICATION

*

Appearance

Residue on Ignition

Purity (subtracting method)

Colorless ~ yellow, clear ~ slightly muddy
liquid
38~58%

min.99.9%

*:calculated by subtracting method with determination of metal impurities

a/m
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